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Analysis period

White testliner
23/10/2025
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Asger Skytte Kirkegaard

Consultant, MSc. Molecular biology

The analysis are carried out on the sample(s) as received and the result(s) are only valid for the tested sample(s).
This report may only be copied or reprinted in its entirety.
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2 Applied Test Methods

2.1 General Test References

Method Parameters Analysis principle LOD Um(%)
EPA 3052 mod. *! Lead (content) ICP-MS 1 mg/kg 20%
EPA 3052 mod. *! Cadmium (content) ICP-MS 0.1 mg/kg 20%
EPA 3052 mod. *! Chromium (content) ICP-MS 1 mg/kg 20%
EPA 3052 mod. *! Mercury (content) ICP-MS 0.1 mg/kg 20%
2.2 Content of Heavy Metals
Parameters CAS No. Result

[mg/kg]
Lead (Pb) 7439-92-1 6.4
Cadmium (Cd) 7440-43-9 <0.1
Chromium (Cr) 7440-47-3 9.5
Mercury (Hg) 7439-97-6 <0.1

1 Eurofins Miljg A/S : DS EN ISO/IEC 17025 DANAK 168
*: Not accredited

<: Less than

>: Greater than

LOD: Limit of detection

r: Internal test method

n.d: Not detected

n.m: Not measurable

LOQ: Limit of quantification

Um(%): The expanded uncertainty Um(%) equals 2 x RSD%. For further information please visit www.eurofins.dk/uncertainty

The results are only valid for the tested sample(s).

This report may only be copied or reprinted in its entity, parts of it only with a written acceptance by Eurofins.
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3 Picture of Sample

[ mme
UL L-Twnv. ‘II

A
82 2025 - 00884302

s

P 6b ".] ey T R p———

WA

Product Testing

. e B
bt v)_@,”,”f,‘m, B a6

(s S R s o o
ulenle "‘[\75‘716 .,.n‘“,‘,'i' » AR !! ]

T S R N

4 Version History

Report date

Report number

Modification

06/02/2026

392-2025-00554902_MPP_EN_Metals

Current version

*: Not accredited

<: Less than

>: Greater than

LOD: Limit of detection

r: Internal test method

n.d: Not detected

n.m: Not measurable

LOQ: Limit of quantification

Um(%): The expanded uncertainty Um(%) equals 2 x RSD%. For further information please visit www.eurofins.dk/uncertainty
The results are only valid for the tested sample(s).
This report may only be copied or reprinted in its entity, parts of it only with a written acceptance by Eurofins.
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